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RINO PLASTIC METAL CO., LTD 

DATANGTOU INDUSTRIAL PARK, ZHUSHAN, DONGCHENG DISTRICT, DONGGUAN CTIY, 

GUANGDONG. PR, CHINA 

 

The following sample(s) was/ were submitted and identified on behalf of the client as: 

Sample Name : R0011 (NATURAL WATER HYACINTH) 

Material : POE 

Spec. : 12.0 

Manufacturer : RINO 

SGS Ref No. : GP120701092-2.1 

Test Performed : Selected test(s) as requested by applicant 

Date of Receipt  : Jul. 18, 2012 

Test Period  : Jul. 18, 2012 to Jul. 23, 2012 

   

Test result(s)    :  Please refer to the following page(s) 

********To be continued******** 

 
 
 
 
 
 
 
 
 
Signed for and on behalf of  
SGS-CSTC Ltd. 

 
____________________ 
Michelle Xu 
Engineer 
 
 



 

 
 

TEST REPORT 
 

No.   : GZMR120717050 

Date : Jul. 24, 2012 

Page: 2 of  3 

 

 

Test Information: 

Sample description: See photo 

Lab environment condition: 23±2℃, 50±5%RH 

No. Test item Test method Test condition Result 

1 
Maximum force 

(As received) 
484N 

2 
Elongation at break 

(As received) 

As client’s requirement, pull 

the specimen until it breaks 

and record the maximum 

force and elongation at 

break. 

Testing speed: 500mm/min 

Gage length: 25mm 
785% 

3 
Maximum force 

(70℃, 12h) 
444N 

4 
Elongation at break 

(70℃, 12h) 

As client’s requirement, pull 

the specimen until it breaks 

and record the maximum 

force and elongation at 

break. 

Condition: 70℃, 12h 

→23±2℃, 50±5%RH, 2h 

Testing speed: 500mm/min 

Gage length: 25mm 
828% 

5 
Maximum force 

(-30℃, 12h) 
479N 

6 
Elongation at break 

(-30℃, 12h) 

As client’s requirement, pull 

the specimen until it breaks 

and record the maximum 

force and elongation at 

break. 

Condition: -30℃, 12h 

→23±2℃, 50±5%RH, 2h 

Testing speed: 500mm/min 

Gage length: 25mm 
822% 

Note: All test specimens were cut from the sample. 

********To be continued******** 
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Photo: 

  
Sample 

********End of report******** 


